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Asagida bildirilen iiriinlerin, Ekte tarafiniza sunulan TSE belgelerimize uygun olarak tarafimizdan
iretimi yapildigini beyan ederiz.
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MUAYENE VE DENEY RAPORU
| ) ~ TEST REPORT - B _
Deneyi Talep Eden/Firma : ANTALYA BFELGELENDIRME MUDURIUGUH
(Ady,Adrest $ehit vb ) (BASERGUN BOYA VE KIMYA INS SAN TIC A $ ORGSANBOLG 3IKISIM 3§
Requesung/Customer CAD NO:12 DOSEMEALTI/ANTALYA --ANTALYA)
(Name Adreys, Cily eic )
Belg. Uzmam: NECIP FAZIL OGUT
inceleme No 2331328
Deney Talep Tarihi/No 1503 2021 /548266
Order Date / No
| Numunenin Tanim i 728504,CIMENTOLU SERAMIK KARO YAPISTIRICL, cubo fix, C2UE, -, -, | 00 paket
(No,Cins, Marka, Tip, Tiir, Mode! vb )
‘ Sample Descriptionmo, TypeModel et )
Numune Kabul Tarihi ¢ 15.03.2021
| Test ltem Receipt Date
| Deneylerin Yapildigi Tarih 1 02.04.2021 - 24 05 2021
‘ Date of Test
Uygulanan Standard / Metod * TS EN ISO 1182: 2010-04 Yapt mamullerinin yangin deneylerine tepkisi - Tutugmazlik
Applied Standard/Method deneyi (ISO 1182:2010)
‘ Raporun Sayfa Sayisi Y
Number of pages of the report
[ Aqiklamalar
Remarks

Deney laboratuvarlar olarak (aaliyet gésteren TSE Deney ve Kalibrasyon Merkezi Baskaoh@ Deney Laboratuvarlan TURKAK'tan
AB-0001-T ile TS EN ISQ/IEC 17025:2012 standardina gdre akredite edilmigtir.

TSE Headship of Test and Calibration Center Testng Laboratories accredited by TURKAK under registration number AB-0001-T for TS EN
ISO/IEC 17025:2012 as test laboratory

TURKAK dency raporlarinin  tanimirh@r  konusunda Avrupa Akreditasyon Birligi (EA) ile Cok Tarafh Anlagma ve Uluslararan

Laboratuvar Akreditasyon Birligi(ILAC) ile karglikl ¢ lag imzatamgtir,
TURKAK is a signatory 1o the European co-operation for Accreditation (EA) Multilateral Agreement (MLA) and to the Imernational Laboratory
Accreditation Cooperation (ILAC) Mutual Recog Arrang (MRA for the recogninan af tesi reports

Deney vel/veya olgdm sonuglar, gemigletiimiy olgam  belirsizliklen (olmast halinde) ve dency metodlari bu raporun tamamlayici kismi olan takip
eden sayfalarda verimigtir

The test and/or measurement results, the uncertainties (if applicable) with confidence probability and fest methods are given on the following
pages which are part of this report

Mihilr . Tarih Deney Sorumlus Onaylayan

Seal Date 155)9/\ Approved by
Scncergﬁ%d\
Laboratuvar Mildiiril V.
2b/°5l20 11 Testing Expert Laboratory Manager Dep.
Hu rapor, hamrinyan laboratuvanin yazili 1zai ol kismen  kopyalamip  gofalilamaz Tmzasic ve mihuisiz  rapoilar gegersiedi fn rapor, sadece deneyr yapilan

numune igin gegerlidie ve “Urun Belgesi” yerine gegmez
Ihis test report shall not be reproduced ather than wm full except wih the written permission of the laboruiory lest reports withowt sigmatwre and seal are ot valid This test repors

represenis unly tested sample(s), and sholl not be used as Product Certificare
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